
DETAILS OF TEST FACILITIES AVAILABLE AT
NTH (NR), GHAZIABAD

NAME OF 
LABORATORY

PRODUCT MATERIAL OF TEST TEST / CALIBRATION FACILITIES REMARKS

CHEMICAL Cement (33-grade OPC), (43-
grade OPC), (53-grade OPC, 
SRPC, PPC, Slag cement, White 
cement, Fly Ash, Lime Lime 
stone, Sand, Pozzolonic 
materials

Lime content, Iron Oxide, Alumina, 
Sulphuric Anhydride,  Magnesium 
Oxide, Chloride content, 
Insoluble residue, Loss on ignition, 
Sulphide Sulphur, Silica content 

IS :4032-1985, IS :209-1989, IS 
:12269-87, IS :1489(I)-91,  IS :455-
89, IS :8082-89, IS :3812-81, IS 
:712-84

CHEMICAL Cement mortar, Cement concrete, 
Cement plaster & Ingradients

Lime content, Silica contents. ASTM C-85-75

CHEMICAL Carbon steel Carbon, Silicon, Manganese, Sulphur, 
Phosphorus

I S : 228(I ),(I I), (II I), (V) & (VI)-
1987 IS :814-1991, IS : 2062-1992

CHEMICAL Pig Iron Silicon, Manganese, Sulphur, 
Phosphorus

I S :1493(I)-81, IS : 13502-92,  IS : 
2842 -80

CHEMICAL Alloy Steel,  Medium carbon alloy 
steel, construct ion steel/ tool 
steel)

Carbon, Manganese, Silicon, Sulphur, 
Phosphorous, Chromium, Nickel, 
Molybdenum, Vanadium, Tungsten

I S :228 (Pt .I) - 1987, IS : 
228(Pt.5) IS : 228(Pt.6) , IS :228 
(Pt .2)-1987, IS:228(Pt .3)-1987
IS:228(Pt .8)-1989 IS:228(Pt .7)-
1989 IS:228(Pt .15)-1992,
IS :1079-1988, IS :1786-1988

CHEMICAL Water for drinking purpose, Water 
for Construction, Water used for 
swimming, Quality tolerence for 
water for Ice manufacture,Reagent 
grade water  

All chemical test IS: 10500-1991, IS: 456-2000, 
IS:3328-1993
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CHEMICAL Trace metal in surface, ground 
water

Mercury, Cadmium, Selenium, Lead, 
Arsenic, Alluminium

IS: 3957-1966; IS: 1070-1992

CHEMICAL Pesticides AldrimDP, AldrimEC, 
Aluminium Phosphide Tab, BHC, 
DP, BHC, EC, BHC WDP, 
BiNapacryl EC,  Carbaryl WDP, 
Chlordane DP, Chlordane 
EC,Copper Aceto Arsenite, Copper 
Oxychloride DP, Copper Oxychloride 
WDP, Cuprous Oxide DP, Cuprous 
Oxide WDP DDT DP,  DDT EC, 
DDT WDP Diazinon EC, Diazinon 
WDP, Dichlorovos EC Dicofol EC, 
Dialdrin EC, Dialdrin WDP, 
Dimethoate EC, Di Methyl 
Paranitrophenyl
Triphosphate, Endosulphane EC, 
Endosulphan DP, Endosulphan 
WDP, Endrin EC Fenitrothion EC, 
Formothion EC, Etoxy Ethyl Mercury 
Chloride Concentrate

All Tests IS:1308, IS:1307, IS: 6438, IS:561, 
IS: 562, IS: 632, IS: 4325, IS: 7121, 
IS: 2864, IS:2682, IS: 1506, IS: 
1507, IS: 1669, IS: 1665, IS: 564, 
IS:633, IS: 565, IS: 2861,  IS: 2862, 
IS: 5217, IS: 5279, IS: 1054, IS: 
1053, IS: 3903, IS: 4323, IS: 4322, 
IS: 4324, IS: 1310, IS: 5281, IS: 
8026, IS: 2359

CHEMICAL Copper oxychloride, Cuprous oxide , 
2-4 D , 2-4 D EC, 2-4 D sodium, DDT , 
Diazinon , Dichlorovos , Dicrophol , 
Carbufaran, Dialdrin Dimethoate , 
Endrin, Endosulpan , E.D.C.T. , 
Ethylene Dibromide, Ethyl Mercury 
Chloride , Ethoxy ethyl Mercury 

All Tests IS: 1486, IS: 1682, IS: 4321, IS: 1488,
IS: 563, IS: 1833,  IS: 4929, IS: 5278,
IS: 1052, IS: 3902, IS: 1309, IS: 4344,
IS: 634, IS: 1311, IS: 2354, IS: 2355,
IS: 2128, IS: 5280, IS: 8024, IS: 6432,
IS: 1832, IS: 4320, IS: 8072
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Chloride conc., Ethyl Parathion, 
Fenitrothion , Formothion , 
Heptachlore , Malathion , Thiram , 
Carbendazim WP Quinolphos 

CHEMICAL Lindane, Heptachlore EC
Heptachlore DP, Inseeticidal
Spray, Mosquito Larvicidal Oil,
Lme-Sulphur Solution, Malathion DP, 
Malathion EC, Malathion WDP, 
Phorate granule, Phorate Technical,
Methyl Parathion EC,Monochrotophos, 
W.S. Conc. Organo Mercurial dry seed 
dressing formulation,  Phosphamidon, 
WSC,Pyrethrum DP, Pyrethrum EC,
Quinalphos EC, Quinalphos DP, 
Sulphur DP, Sulphur Powder wettable, 
Thimeton EC,Thiram WDP, Thiram 
seed dressing formulation, Trithon EC, 
Warfarin Bait Conc. Zinab WDP, Ziram 
WDP,Alderin Tech, BHC Tech & 
Reffined, Chloradane Tech

All Tests IS: 1505, IS: 6439, IS: 6429, IS: 
1824, IS: 588, IS: 1050, IS: 2568, IS: 
2567, IS: 2569, IS: 8074, IS: 3284, 
IS: 6177, IS: 6178, IS: 4808, IS: 
8029, IS: 6444,IS: 3383, IS: 3905,IS: 
4766, IS: 4783,IS: 5549, IS: 3899, 
IS: 3901, IS: 1306, IS: 560, IS: 2863

CHEMICAL Stainless  Steel Carbon, Manganese, Sulpher,Phosphorous, 
Chromium, Nickel, Molybdenum 

IS :228-1989, IS :1570-1996,  IS :6603-
1972, BS :970, IS :9301-1990

CHEMICAL Aluminium Metal / Alloy Copper, Manganese, Silicon, Iron, 
Magnesium, Zinc,Titanium Chromium 

IS :504-1963,  IS :21-1992, IS :737-
1986, IS :617-1994

CHEMICAL Brass/Bronze Tin, Zinc, Lead, Nickel, Aluminium, Silicon,
Antimony, Iron, Copper

IS :140-1964, IS :4027-1987, IS :3685 
-1966, IS :292-1983, IS :306-1983, IS : 
318-1981, IS :778 -1984
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CHEMICAL Ferro- Molybdenum, Carbon,  Molybdenum, Silicon, Sulphur, 
Phosphorous, Copper,Aluminium

IS :1559-1982, IS :1469-1993

CHEMICAL Zinc Aluminium, Zinc, Lead, Cadmium, Iron, Tin, 
Copper,Thallium,

IS :209-1992

CHEMICAL Monometal Galvanization Test Tin,Antimony,  Lead,  Mass of  Zinc coating, 
Uniformity of zinc coating

IS :1357-1984,  IS : 6745 -1972, IS 
:4736 -1986, IS :4826-1979
IS :2633-1986, IS :4759-1996

CHEMICAL Anodic coatings Thickness of anodic coating IS :5523-1983, IS :1868-1996

PAINT Enamel Finishing / 
Undercoating

Drying Time, Colour, Consistency, Fineness 
of  grind,  Finish,  Gloss  600,  Mass  in 
Kg/101,Fastness to light, Scratch hardness 
test  Flexibility  & adhesion test,  Resistance 
to water, Flash point, Wet opacity, Volume 
solids,  Accelerated  storage  stability  test, 
Freedom  from  yellowing,  Application 
properties, lead restricted material.

IS :101-1990 (All Parts) IS :5 -1994 , 
IS:133-1993

PAINT Ready mixed red oxide zinc
chrome Priming/ready mixed paint 
brushing, finishing, semigloss

Application properites, Lead restriction test, 
Consistency, Resistance to salt Spray, 
Water content, Drying time,Finish, Fineness 
of grind,Gloss 45 and 600, Colour, Mass in 
Kg/101,Scratchhardness test, Volume 
solids, Flexibility & adhesion test, Protection 
against corrosion under conditions of 
condensation , Flash point,Accelerated 
storage stability test, Pigment content, 
Pigment composition, Application properties

IS :2074-1992, IS : 101 -1990, (All 
parts), IS:123-1962, 124-1979, 128-
1988, 104-1979, 102-1962, IS :117-
1964

PAINT Aluminium   paint for general
purpose in dual container

Application properties,Composition of paint,
Consistency, Composition of pigment, 
Residue on sieve, Drying time, Finish, 

IS :2329-1993 Read with IS:101-
1990 (All parts)
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Grease content, Setting properties,Volatile 
matter, Mass in Kg/101, Leafing value, 
Flexibility & adhesion test Protection against 
coorrosion under conditions of 
condensation, Flash point

PAINT Varnish medium for Aluminium
paint/varnish gold, varnish
finishing interior

Stripping test Resistance to water Acid 
value, Scratch hardness test, Flash point, 
Drying time, Finish Volatile matter, Flexibility 
& adhesion test, Composition, Viscosity 
Resistance to heat

IS :642-1963
IS :198-1978
IS :337-1975
IS :197-1969

PAINT Ready mixed paint,Bituminous
Brushing, alkali, acid , heat
resistance

Volatile matter, Consistency,
Resistance to acid, Water
content, Drying time,wet
opacity, Finish, Resistance to
alkali, Resistance to chlorine, Colour, Mass 
in Kg/10L.Resistance to water,Flexibility & 
adhesion test, Protection against corrosion 
under conditions of condensation, Flash 
point, Stripping test, Freedom from lead

IS :158-1981
IS :101-1990
(All parts), IS
:9862-1981, IS
:159-1981

PAINT Distemper Dry/Oil Emulsion Resistance to dry rubbing, Recoating 
properties, Drying time, Consistency, Finish,
Colour, Fastness to light,
Residue on sieve, Wet
opacity, Behaviour towards lime

IS :4272-1965
IS :428-1969

PAINT Cement Paint Water repellency test, Recoating properties, 
Drying  time,  Composition,  Finish,  Colour, 
Fastness  to  light,  Residue  on  sieve, 
Resistance to dry rubbing, Composition

IS :5410-1992

PAINT Pigments for paints Black Japan Type 
ABC

Resistance to heat, Volatile matter, 
Consistency, Residue to Kerosine, Ash 

IS :34 to 58
IS :63 to 70
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content, Drying time, Volatile matter, Finish, 
Reaction with white paint, Flexibility & 
adhesion test, Scratch hardness, Flash 
point, Stripping test.

IS :341-1973
IS :101- 1990(All
parts)

ELECTRICAL Self contained drinking Water Cooler 
upto 200 liters

Insulation resistance test,High voltage test, 
Cooling capacity rating test,  Maximum 
operating condition test, Storage capacity 
test

 IS :1475-1978  with Amendments

ELECTRICAL Luminaires 40W , Visual examination,  IS : 10322(I to  V)

ELECTRICAL FTL, 80 W Mechanical strength IS : 10322(I to  V)

ELECTRICAL HPMV, 120 Thermal Endurance test, IS : 10322(I to  V)

ELECTRICAL HPMV,70 W Resistance to heat, Insulation IS : 10322(I to  V)

ELECTRICAL HPSV, 150 W , 250 W, HPSV Resistance test & Electric strength, Rain 
Proof test, Dust Proof test,Wind  force 
test

IS : 10322(I to  V)

ELECTRICAL Ballasts for Fluorescent
Lamps (40 W)

All tests IS :1534(I)

ELECTRICAL Wiring  accessories (6/16 Amps.) All tests IS :1293-1988, IS :1258-1987, IS :3854-
1997 

ELECTRICAL Propellor type 
AC,  Ventilating Fans (upto 600 
mm.sweep)

All tests IS :2312-1967

ELECTRICAL Enamelled wire (All size) All tests  IS :13730
ELECTRICAL Carries and bases for rewirable type 

electric fuses (upto 100 A)
All tests IS :2086-1993
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ELECTRICAL Cable Testing All Tests IS :10810 (I to  VII, X to XV, XXXVII, 
XXXVIII, XXXXII, XXXXIII, XXXXV

ELECTRICAL Transformers C.T, PT., Insulators, 
Cables Etc

1.  Lightening/Switching  Impulse  Voltage 
with Stand test up to 1000 KV 
2.   AC power frequency voltage with stand 
test up to 550 KV

IS: 2026
IS: 2705
IS: 3156

ELECTRICAL  Power & Distribution Transformers Lightning  Impulse Test upto  1400KV & 
Temperature Rise as per IS 2026 

-------------------------------

ELECTRICAL PVC Insulated Cable 
PVC Insulated (Heavy Duty )Electrical 
Cable Cross Linked Polyethylene PVC 
Sheeted Cable  Aerial Bunched Cable 

IS 694: 1990 Amdt 1 -4 Reaffirmed 2005, 
IS 1554( Pt-I)1988, Amdt 4, Reaffirmed 
2005 IS 7098( Pt-I) Amdt 3, Reaffirmed 
2005& IS-14255 : 1995 Reaffirmed 2005

Accredited by NABL & BIS

ELECTRICAL Electric Ceiling Fan & Regulator  IS 374 : 1979 Amdt 1 to 6 Accredited by NABL & BIS
ELECTRICAL Propeller type AC Ventilating Fan 

( Upto 600mm, Sweep)
IS 2312  : 1967 Amdt 8 Reaffirmed 2005 Accredited by NABL & BIS

ELECTRICAL Road  and Street Lighting Luminaries 
for Florescent , Incandescent ,GLS, 
High Intensity Discharge (HID) Sodium 
Vapour and Metal Halide Lamps, 
General Purpose

IS : 10322 ( Part 5 Sec 1) .1985 Amdt 2 
Reaffirmed 2005

Accredited by NABL & BIS

ELECTRICAL Portable General Purpose Luminaries 
for Florescent , Incandescent ,GLS, 
High Intensity Discharge (HID) Sodium 
Vapour and Metal Halide Lamps

IS : 10322( Part 5 Sec 2), 1985  Amdt 2 
Reaffirmed 2005

Accredited by NABL & BIS

ELECTRICAL Road  and Street Lighting Luminaries 
for Florescent , Incandescent ,GLS, 
High Intensity Discharge (HID) Sodium 
Vapour and Metal Halide Lamps

IS : 10322( Part 5 Sec 3) ,1987 Amdt 3 
Reaffirmed 2005

Accredited by NABL & BIS
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ELECTRICAL Portable General Purpose Luminaries 
for Florescent , Incandescent ,GLS, 
High Intensity Discharge (HID) Sodium 
Vapour and Metal Halide Lamps

IS : 10322( Part 5 Sec 4) ,1987 Amdt 1 
Reaffirmed 2005

Accredited by NABL & BIS

ELECTRICAL Flood Light Luminaries for Florescent , 
Incandescent ,GLS, High Intensity 
Discharge ( HID) Sodium Vapour and 
Metal Halide Lamps (For Optical 
Distance upto 24 Mtrs)

IS : 10322( Part 5 Sec 5) ,1987 Amdt 1 
Reaffirmed 2005

Accredited by NABL & BIS

ELECTRICAL AC Motor Capacitor  IS 2993-1998 Reaffirmed 2006 Accredited by NABL & BIS
ELECTRICAL Capacitor for Electric Fan Motor  IS 1709-1984 Admt 1 & 2 Accredited by NABL & BIS
ELECTRICAL Ceiling Rose  IS 371-1999  Admt 3 Accredited by NABL & BIS
ELECTRICAL Plugs & Socket Outlet 6A, 16A  IS: 1293-2005 Admt 1 to 4 Accredited by NABL & BIS
ELECTRICAL Domestic Switches Up to 32 A   IS: 3854 1997 Admt 1 to 5 Accredited by NABL & BIS
ELECTRICAL .Ballast for Fluorescent Lamps  IS 1534( Pt 1) -1977  5 reaffirmed 2001 Accredited by NABL & BIS
ELECTRICAL Ballast for  High Pressure Mercury  & 

Sodium Vapour 
IS 6616 ( Pt 1)1982 Adms 1 reaffirmed 2001 Accredited by NABL & BIS

ELECTRICAL Self Contained drinking water Cooler 
(up to 200 ltrs) 

IS 1475 Pt 1 -2007 Accredited by NABL & BIS

ELECTRICAL Enameled Wire  IS 13730 Sec -1 1993 Amds 1reaffirmed 
2003

Accredited by NABL & BIS

ELECTRICAL Capacitor for fluorescent  lamp  ( IS 1569-1976 ) Adms 1 reaffirmed 2001 Accredited by NABL & BIS
ELECTRICAL Hot air fan   IS  4283-1981 Amds 3 Reaff 2003 Accredited by NABL & BIS
ELECTRICAL Insulating mats for  Electrical purposes I.S 15652:2006& IS 2584 : 1963 Accredited by NABL & BIS
ELECTRICAL Basic  Environmental Testing 

procedures for Electronics and 
 IS: 9000  (Part-2/Sec-1-4), 1977 Accredited by NABL & BIS
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electrical Items   Cold Test:
ELECTRICAL Basic  Environmental Testing 

procedures for Electronics and 
electrical Items  Damp Heat Test .

 IS: 9000  (Part-4/Sec-1-2), 1977.  Accredited by NABL & BIS

ELECTRICAL Basic  Environmental Testing 
procedures for Electronics and 
electrical Items Dry Heat Test  

IS: 9000  (Part-3/Sec-1 to 5), 1977.   Accredited by NABL & BIS

ELECTRICAL Degree of protection of electrical & 
electronics enclosure 
IP : First Character 1 to 6
IP : Second Character 1 to 8

 IS 12063 : 1987 reaff 2004 Accredited by NABL & BIS

ELECTRICAL Noise Measurement of DG SET  ISO 3744:1994(E) Gazette Notification No. 
G.S.R 215( E) dated 15 Mar 2011

Accredited by NABL &  Approved by 
Ministry of Environmental & Forest 
( C.P. Division)

ELECTRICAL Electric Instantaneous Eater Heater IS 8978:1992 Amds 2 reaff 1989 --------------------
ELECTRICAL Electronics Ballast for Tubular 

Fluorescent Lamps
IS 13021( PtI & II ) :1991 --------

MECHANICAL High strength Deformed bar Steel for 
general structural purpose Grey Iron 
casting

Tensile, Bend, Rebend & weight test, 
Tensile, Bend, Impact & weight test, 
Tensile, Hardness & Transverse test

IS :2062-1982
IS :1786-1985
IS :210-1978

MECHANICAL Galvanised steelwire for telegraph &
telephone

Tensile, Dimension & Weight test.  IS :279-1972

MECHANICAL M.S.wire for general engg. purpose Tensile, Wraping, Bend & Dimension test. IS :280-1978
MECHANICAL M.S.Hard drawn wire Tensile, Reverse Bend & Dimension test IS :432(II)-82
MECHANICAL Steel tube for structural purpose All tests IS :1161-1998
MECHANICAL M.S.Tubes All tests IS :1239(I)-90

Seamless/ ERW Steel pipe for water, All tests IS :3589-1991

Page 9 of 13



NAME OF 
LABORATORY

PRODUCT MATERIAL OF TEST TEST / CALIBRATION FACILITIES REMARKS

gas & sewage
MECHANICAL Steel tube for Mechanical and general 

engg. Purpose
All tests IS :3601-1984

CIVIL Cement All tests IS : 4031(II, XI)-1988
CIVIL Floor tiles All tests IS :12330-88, IS :1237-1980
CIVIL Aggregate All tests IS :2386(I, II, IV, V)-1963
CIVIL Common Burnt Clay Bricks All tests IS :3594-1992
CIVIL Integral water proofing compound Permeability to water, Compressive 

strength,  Setting time
IS :2645-75,  IS :4031(V, VI-88)

CIVIL RCC Pipe  All tests IS :458-88
CIVIL Timber panelled materials, Block 

Board 
Dimensional  changes  caused  by  humidity, 
resistance to water

 IS :1659-90

CIVIL Particle Board Swelling in water, Water absorption IS :2380(XVI, XVII)-77

NDT & 
Metallography

Welding Electrodes 
                                                             

All tests   including Radiography & 
Diffusible Hydrogen test

IS : 814 / 5206 / ASME/  AWS etc. 

NDT & 
Metallography

Welds 
  

All  tests  including  Charpy  impact  at   Sub 
zero temperatures Upto -50 deg. C.

IS: 822/ 816/ 7310 ASME etc.

NDT & 
Metallography

Certification of welders All tests    IBR-1950 / IS : 7310 /  7318/ ASME / 
AWS etc.

NDT & 
Metallography

Welds, castings, Forgings, pipes/tubes Radiographic testing  IS:1182/ 2595/ 4853/ ASTM/ ASME etc.

NDT & 
Metallography

Radiographs Interpretation  IS : 7810 /ASTM/ASME

NDT & 
Metallography

Welds / metals / products Magnetic particle / Liquid Penetrant 
Testing  

IS: 3703/3658 /ASTM
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NDT & 
Metallography

Metallic products/ welds/ Castings Ultrasonic testing IS: 4225/4260/8791/ 7666/6394/15435/
ASTM/ ASME / AWS  etc.

NDT & 
Metallography

Metal products Metallographic tests  IS : 7318/11371/7739/ 12037/ 2830 etc.

RUBBER
PLASTIC, Paper & 
TEXTILES (RPPT)

Common Proofed Canvas/Jute/
(Tarpaulin)

All tests 11630/1991 IS:2089/3344/2789/7903

RPPT Rope –Manila, Sisal, Cotton, Nylon, 
PP, HDPE

All Test IS: 1084, 2452, 4572, 8674, 5175, 
12733

RPPT Cotton Drill/ Canvas/ Duke Fabric All Test IS: 177/1422
RPPT Cotton Sheets, Jute Bag  All Test IS: 180, IS: 2566, 2580, 7406
RPPT Hand loom cotton gauge All Test IS: 758
RPPT Cotton Umbrella cloth All Test IS: 2457
RPPT Woolen Blankets and dress materials All Test IS: 892, 3783, 1681, 679
RPPT Plastic Moulded Briefcase All Test IS: 9848
RPPT Plastic film and sheet All Test IS: 2076, 6307, 12866, 7290, 2508
RPPT Bed Sheet All Test IS: 745, 175
RPPT Brushes Paint & Varnish, Flat & oval All Test IS: 384, 487
RPPT Rubber Hose All Test IS: 447
RPPT Handloom Cotton, Turkish, Honey 

comb, Huckaback Towel & Towelling 
Cloth 

All Test IS: 854, 3771

RPPT Handloom Wool Blanket All Test IS: 894, 892
RPPT Cotton Mosquito Netting All Test IS: 1143
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RPPT Cotton Cellular Shirting All Test IS: 1144
RPPT Vinyl Coated Fabric All Test IS: 1259
RPPT Handloom Cotton Durries All Test IS: 1450
RPPT Socks, Wool/ Cotton/Nylon All Test IS: 2187, 3329, 5084
RPPT Vest, Wool/Cotton All Test IS: 3330, 4964
RPPT Unbacked flexible PVC flooring All Test IS: 3462, 3464
RPPT HDPE- Bucket All Test IS: 3730
RPPT Dosuti Cotton Khadi All Test IS: 3770
RPPT Knitted puttees dyed All Test IS: 4053
RPPT Rubber Sealing ring All Test IS: 5382
RPPT Sanitary Napkin All Test IS: 5405
RPPT Cork Composition Sheet All Test IS: 4253
RPPT Jute Bag & Gunny Bag All Test IS: 1943, 9113, 2566
RPPT Insulating Mat All Test IS: 15652
RPPT Balaclava Cap All Test IS: 2783
RPPT Disposable Artificial Insemination 

Gloves 
All Test IS: 7180

RPPT Tarpauline made from HDPE All Test IS: 7903
RPPT Textile Angola Shirting All Test IS: 8331
RPPT Polyester blend suiting/ Shirting/Saree All Test IS: 11248, 11814, 11815
RPPT PVC Water stop All Test IS: 12200, 15058
RPPT Testing of Paper All Test IS: 1060 (pt-1), 1848, 14490
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RPPT Vaccum flask All Test IS: 7708, 3702
RPPT PVC Conduit Pipe All Test IS: 9537
RPPT HDPE Wash Bowl All Test IS: 5322
RPPT Rubber  Hand Gloves All Test IS: 4770
RPPT Fibre Glass Woven Tape All Test IS: 5352
RPPT Tooth Brush All Test IS: 3387
RPPT Hospital Rubber Sheet All Test IS: 4135
RPPT Bitumen Polymeric water proofing 

membrane
All Test IS: 13826, 7193, 1322

RPPT Rubber washer for water fitting for 
firefighting purpose

All Test IS: 937
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